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CHEM-TREND (SHANGHAI) TRADING CO., LTD .

NO.88 TUO QING RD,QINGPU INDUSTRIAL ZONE SHANGHAI,CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Lusin® Lub O 32 F .

SGS Job No. : SP16-015518 - SH .

Lot No. :. EO00005828.

Date of Sample Received : . 04 May 2016.

Testing Period : . 04 May 2016 - 11 May 2016 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Marry Ma.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..



Test Report. No. SHAEC1609163601  Date: 11 May 2016 . Page 2 of 3.

Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA16-091636.001 Yellow liquid.

Remarks :.

(1) 1 mg/kg = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Element(s).

Test Method : . With reference to ASTM D 4004-06(2012), analysis was performed by ICP-OES. .

Test Item(s). Unit. MDL. 001.

Silicon (Si). mg/kg. 50 ND

Remark: Result shown is of the total weight of wet sample. .
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Sample photo: .

SHAEC1609163601

SHA16-091636.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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